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Power Handling Test Reports

Reflectivity Test Reports

Model:SA-300 Azimuth:0° Polarization:vv Date:2019-06-05
Bistatic angle:0° Pitch angle :0° Roll angle:0° Time:14:54:14

SA test record of absorbing material

Irradiation
power

Irradiation
time Surface Changes Temperature before

irradiation
Temperature after

irradiation

0.5kw/m² 5min No obvious change on
the surface 26.0℃ 26.5℃

1kw/m² 5min No obvious change on
the surface 23.6℃ 26.2℃

1.5kw/m² 5min No obvious change on
the surface 22.5℃ 24.5℃

（dB）

（GHz）
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Model:SA-300 Azimuth:0° Polarization:hh Date:2019-06-05
Bistatic angle:0° Pitch angle :0° Roll angle:0° Time:10:14:30

Model:SA-300 Azimuth:0° Polarization:hh Date:2019-06-05
Bistatic angle:0° Pitch angle :0° Roll angle:0° Time:11:32:48
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